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The development of science and technology involves the use of specialized software packages designed, among The development of science and technology involves the use of specialized software packages designed, among 
other things, for mathematical modeling and simulation of enrichment processes. One of the goals of using this type other things, for mathematical modeling and simulation of enrichment processes. One of the goals of using this type 
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The objective is to study the application of object-oriented programming to evaluate the enrichment of raw materials The objective is to study the application of object-oriented programming to evaluate the enrichment of raw materials 
by gravitational methods.This paper presents the results of mathematical modeling of the gravitational separation of by gravitational methods.This paper presents the results of mathematical modeling of the gravitational separation of 
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INTRODUCTION

Increased production of non-ferrous, rare and precious 
metals is accompanied by an increase in the production 
of complex minerals, the involvement in the operation of 
new fi elds characterized by a relatively low content of 
valuable components in raw materials, the vast devel-
opment of progressive enrichment methods, the intro-
duction of new machines and devices into production. 
The increase in the production of many minerals was 
made possible by developing, among others,gravitation-
al methods of enrichment. Currently, the share of gravity 
methods in the processing of oxidized iron, complex, and 
auriferous ores is increasing every year [1]. Equipment 
of modern gravity mills with highly productive machine 
makes it possibleto simplify the machine fl ow sheet, 
ensure more economical use of production area and 
premises, resulting in lower capital costs ofconstruction, 
reduce the number of staff, increase productivity, and 
reduce processing costs. For processing complex raw 
materials, concentration table enrichment [2], centrifugal 
concentrators [3], and heavy-medium enrichment [4] are 
most often used. 
Gravitational enrichment processes in the range of the 
original characteristics of enriched raw materials, a vari-
ety of conditions of their application in the fl ow sheets of 
processing plants, the ease of the manufacturing com-
plex, and the use of high-performance processing ma-
chines in comparable conditions are superior to many 
other processes of enrichment and ensure suffi cient sep-
aration of mineral mixtures with relatively low material, 
labor, and energy costs [1]. The possibility of using grav-
itational processes is characterized by differences in the 
density, size, and shape of the intergrown pieces, as well 

as the unlocking degree, since the percentage of useful 
mineral content in each particular intergrown piece de-
pends on the unlocking degree. 
More than ten graphical and analytical methods have 
been proposed as an enrichment criterion. Graphical 
methods are based on the distribution curves of frac-
tion density, slope and defl ection angles, etc. Analytical 
methods use the product yield of a given density, the 
fraction yield of intermediate density, and so on as an 
enrichment criterion [5]. 
In practice, enrichment is characterized by the content 
in a mixture of minerals of intermediate density (±100 
kg/m3) to separation density as small oscillations of the 
latter cause mutual clogging of separation products.
According to this classifi cation, when the content of the 
intermediate density fractions is 0 to 7%, the ore is con-
sidered free-milling; from 7 to 10 – medium; from 10 to 
15 – refractory; 15 to 20 – very hard; from 20 to 25 – ex-
tremely hard and more than 25 – super-hard [5].
A criterion can be chosen that characterizes the ratio of-
densities of the separated minerals to evaluate the pos-
sibility of using gravitational enrichment [5]: 

(1)

where ρM1 and ρM2 are densities of the studied minerals 
(g/cm3 ρA– medium density (g/cm3)
It is known that when this ratio is greater than 2.5, a mix-
ture of minerals with density pM1 and pM2 is free-milling 
and their separation is possible in case the particle size 
is up to the size of fi ne sand; ata ratio equal to 1.75, sep-
aration in an industrial environment is free-milling if the 
particle size down to 100 mesh (0.140 mm); when the 
ratio is 1.5, the separation is diffi cult, and the lower limit 
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of particle size for industrial conditions is 10 mesh (1.6 
mm); at a ratio of 1.25,separation is possible for sizes of 
gravel and less than 1.25 gravity separation is almost im-
possible. However, for each specifi c raw material, these 
indicators may be different. This criterion does not take 
into account the particle size, which can lead to incorrect 
result interpretation. For example, it was found that an in-
tergrown piece with a density of 15840 kg/m3 and a size 
of 480 μm hada fi nal subsidence rate close to a piece 
with a density of 6238 kg/m3 and a size of 840 μm (with 
the same shape and subsidence conditions), withthe en-
richment ratio K=2.53. In connection with the above, it is 
necessary to develop a fundamentally different criterion 
that would take into account the particle size, i.e., based 
on the fall velocity.
For all gravitational processes, there is a fall of particles 
in a liquid or gas. The distance traversed by particles in 
the vertical direction is measured in tens of centimeters 
and meters in some gravity devices (in hydraulic clas-
sifi ers, concentrators), in others in millimeters (in spiral 
separators, stoppers). Regularities of falling particles in a 
liquid or gas are essential for creating a theory of gravita-
tional processes and for calculating machines and mech-
anisms. In gravitational devices, particles of various siz-
es, densities, and shapes fall together in the liquid. Each 
of these parameters affects the particle fall velocity. The 
mutual infl uence of particles is also signifi cant, especial-
ly noticeable at high concentrations. Meanwhile, it was 
found that at the output of the chopping cutter (especially 
at large aggregate volumes), different size classes hada 
similar shape (and as a consequence, the shape ratio), 
so the infl uence of the shape in the criterion output can 
be neglected [6,7]. Mill drain usually contains intergrown 
pieces in the entire range of their unlocking (from ρmax 
to ρmin) and size, then the selectivity ratio for unlocking 
intergrown pieces φ can be calculated from the expres-
sion: 

here λ is the volume content of a mineral with a density 
of pmax or pmin. 
Following this indicator, the full mineral release is 
achieved in the absence of other impurities, i.e., if λ=100 
then the selectivity ratio φ=100%, similarly at λ=0 (i.e., 
in the intergrown piece the content of one of the specif-
ic heavy and specifi c light components is 0) φ=100%. 

The second proof of the applicability of this criterion is 
that for an equal volume distribution of the specifi c heavy 
and specifi c light mineral in the sample (λ=0.5), the se-
lectivity ratio is φ=0%. Based on the above, two cases 
are possible for an array of intergrown pieces, when the 
selectivity ratio values are equal depending on the un-
locking degree and, therefore, a pair can be formed from 
the calculated intergrown piece fall velocity of equivalent 
unlocking degrees. The greater the relative difference 
between these values, the more likely it is to perform the 
process of separation according to the fall velocities. 

Figure 1: Crystallization of native gold in pyrite

where  are the fall velocities of intergrown 
pieces with the predominance of the specifi c light and 
specifi c heavy mineral, respectively, at the value of the 
selectivity ratio φ; pmax and pmin – the densities of the spe-
cifi c heavy and specifi c light mineral in the ore.
In this paper, a simulation exercise was performed to cal-
culate the rates of constrained deposition of polymineral 
intergrown pieces with a size of -1+0.040 mm, such as:
• Gold + Quartz (Au + SiO2)
• Pyrite + Quartz (FeS2+ SiO2)
• Arsenopyrite + Quartz (FeAsS+ SiO2)
• The feasibility of the study is determined by the fol-

lowing factors:
• Often native gold is found as small and oval inclu-

sions in pyrite (Figure 1).
• Also, native gold can be observed in gravitational 

concentrates in fusion with arsenopyrite [8].
• Gravity enrichment is one of the primary stages of 

processing gold sulfi de ores [9]. 

MATERIALS AND METHODS

The study of the separation processes of heterogeneous 
systems, as well as the interaction of the constituent 
phases, involves solving the problem of calculating the 
velocities of bodies in the dispersed phase. There are 
various methods for estimating the fi nal fall velocity of 
mineral grains [10]:
• by the oretical equations;
• using empirical and interpolation formulas;
• using graphs and tables based on experimental data.
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In practice, the most frequently used theoretical formu-
las have applicability conditioned by the limitation on the 
size of the studied particles. Many different formulas for 
calculating the free-fall velocity of spherical particles are 
given in the literature, but at the same time the question 
of the accuracy of the data obtained remains open. Com-
parative analyses of formulas for particle free fall veloc-
ities are given in many papers [1, 2, 6, 11-14]. However, 
there are many new publications in the press devoted to 
this issue. In practice, the most commonly used formulas 
for the free-fall velocity are the formulas of Stokes, Allen, 
and Rittinger. 
Stokes’formula is applicable for laminar motion within Re 
up to 0.5: 

(2)

(3)

(4)

where ps and p1 are the density of the solid phase and 
the liquid, respectively; g – free-fall acceleration, m/s; 
μ – dynamic viscosity, ν – fall velocity, m/s; d– particle 
diameter, m.
For particles of intermediate size (1 <Re< 1,000), the for-
mula was experimentally established by Allen: 

where KA is the Allen coeffi cient, which is equal to 24.3 or 
25.8 according to [11] for spherical-shaped particles;y – 
the kinematic ratio of the medium viscosity, cm2/s.
For a region of turbulent motion (Re from 1,000), Ritting-
er’s formula shows good convergence:

where KR is the Rittinger ratio, which is equal to 5.53 or 
4.43 according to [11] for spherical particles.
Stokes’, Allen’s, and Rittinger’s formulas have relatively 
low square deviations compared to the experimentally 
obtained data, but can only be used in a limited range 
of Reynolds numbers and do not take into account the 
constrained nature of deposition, as well as the size of 
the studied particle class (-1+0.040 mm). 
Professor Lyashchenko developed a universal method 
that is used to calculate the deposition rate of bodies of 
any size, density, and shape [5].
The essence of the method is that for known grain and 
medium parameters, the dimensionless parameter Re2Ψ 
is calculated using the formula (2):

where d – the particle diameter, mm; δ – the particle den-
sity kg/m3; ∆ – the medium density, kg/m3, μ – the medi-
um viscosity, n •s/m2.
According to the value Re2Ψ, the corresponding value of 
the Reynolds parameter is determined by the graphical 

analytic method using the diagram, and then the particle 
velocity is calculated using the formula (3) [5]: 

As is known, the velocity of constrained fall is lower than 
the velocity of the free fall, so for a more accurate as-
sessment, it is necessary to introduce a correction ratio 
for the velocity reduction:

where the value of the coeffi cient θ is usually in the range 
of 0.08-0.21, but can be calculated from the expression:

Despite the advantages of the chosen method for es-
timating the fi nal fall velocity of polymineral intergrown 
pieces, one of the main problems that cause the com-
plexity of calculations is the need to calculate these ve-
locities for a large number of intergrown variants. In or-
der to solve the problem, object-oriented programming 
methods were used.
Object-oriented programming is a methodology where a 
program is a collection of objects-instances of classes 
that form an inheritance hierarchy. In this case, the ap-
proach to programming (modeling of information objects) 
solves the following issues:
• structuring, facilitating the modeling process;
• minimizing data redundancy.
In the case of solving the problem, the tools of high-level 
programming languages were used, in particular, Python 
with the integration of calculated data into the Microsoft 
Excel package [15;16-19] .
At the initial stage of evaluating the fi nal fall velocity of 
polymineral grains, the software developed at the De-
partment of Mineral Enrichment of St. Petersburg Min-
ing University was used (language: Delphi 7, Reg. No. 
2019612243 from February 13, 2019), implementing the 
method described above (Figure 2). 
The program is designed to calculate the deposition rate 
of mineral particles of different sizes using Lyashchen-
ko’s method described above. The following character-
istics are provided as input data for calculation: names 
and densities of particles, their size, pulp density, the 
substance proportion in the suspension, as well as the 
deposition medium. The functionality of the program al-
lows saving the calculated data in a fi le with the .xls ex-
tension; thename is generated automatically. 
However, considering the specifi cs of the problem un-
der consideration, the functionality of the developed pro-
gram was signifi cantly expanded by means of the Py-
thon language. The peculiarity of this language, as well 
as the reason for its use, are the following: convenience 
of processing large data sets, clear and simple syntax, 
cross-platform compatibility, a huge number of services, 
development environments and frameworks, the ability 
to connect libraries written in C, dynamic typing, and pro-
gram execution speeds.
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Figure 2: Program for deposition rate calculation 

Using a specialized Python library for processing large 
Num Pyarrays, as well as a previously developed Delphi 
program, primary data were obtained (Table 1) and the 
values of  were calculated: 

DISCUSSION AND RESULTS

The "velocity fi eld" was calculated for all possible types 
of intergrown pieces with a uniform distribution of densi-
ties between monofractions from pmax to pmin and a size 
from 1 to 1,000 μm. The array of the studied velocity fi eld 
was 106 values, which provides a search of all possible 
options for the unlocking degree of intergrown pieces of 
the polymineral mixture and, importantly, the calculation 
accuracy.

Intergrown pieces size, μm Intergrown pieces density, kg/m3

1 ρ1 *** ρ2

*** V1 *** ***

*** *** *** ***

1,000 *** *** V10
6

Table 1: General view of the "velocity fi elds" array

In order to reduce the size of the velocity fi eld visualiza-
tion and make it easier to work with data, the particles 
were clustered into groups with similar fall velocity and 
size, resulting in generalized data arrays of smaller size 
– 25×25 values (Figure 3).
Also, to account for the effect of viscosity for each of the 
three types of intergrown pieces, a simulation exercise 
was performed at different solid content (5, 25, 50%). 
Thus, 9 fi elds were obtained for visual evaluation of the 
distribution of the fi nal deposition rates of polymineral 
intergrown pieces, depending on the density, size and 
viscosity of the suspension. Recoding the color scheme 
of the velocity fi elds shown in (Figure 4) allows drawing 
the following conclusion about the relative distribution of 
velocities between all nine simulation exercises.
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Figure 3: Example of clustering of the Au + SiO2 deposition rate fi eld (5% solid), where the upper-right corner 
corresponds to the value for a monomineral quartz particle with a size of 1 μm, the lower-left corner corresponds 

to a monomineral gold particle with a size of 1000 μm

Figure 4: The relative distribution of the fi nal deposition rates
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Figure 5: Enrichment criterion chart for gold-quartz intergrown pieces

As a result of the conducted simulation exercise, it was 
found that in the mode of constrained deposition, the 
concentration of solid in the suspension, together with 
the difference in the densities of the studied minerals, 
had a signifi cant impact on the nature of the velocity dis-
tribution. The smaller the density difference, the greater 
the effect of viscosity on the separation process. Data 
visualization also allowed identifying three characteristic 
zones for differences in the fall velocity. It is character-
istic that these regions do not depend on minerals and 
have similar forms. Then the following criterion can be 
introduced for grading by gravitational enrichment: 

where  – fall velocity of a specifi c heavy mineral at 
the selectivity coeffi cient φ=100%.

Also, using the developed software, alignment charts 
were obtained that refl ect the nature of the distribution of 
particle velocities depending on the size and density of 
intergrown pieces. According to these charts, it is possi-
ble to determine the areas of enrichment of raw materi-
als, taking into account the content of the useful mineral 
in the intergrown piece, in other words, by the unlocking 
degree of intergrown pieces (Figure 5). Alignment charts 
have an identical appearance for all three types of inter-
grown pieces considered and can be zoned by the de-
veloped scale of gravitational enrichment, the values of 
which are based on the calculated criteria (Figure 5).

CONCLUSION

As a result of the performed research, the fi nal fall ve-
locity of three types of the most typical for auriferous 
ores intergrown pieces was investigated. A brief review 
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of the developed methods for calculating velocities was 
carried out, and the most convenient method was cho-
sen – Lyashchenko’s method, which is the basis of the 
developed software. In addition to direct calculations, 
the program allows calculating the so-called "velocity 
fi eld" – an array of all possible options within a given size 
and the entire unlocking range (based on the assess-
ment of the unlocking degree by the proposed selectivity 
coeffi cient). The calculations made it possible to obtain 
alignment charts to determine the probability with which 
particles of a specifi c size and density (intergrown piec-
es with a certain ratio (for example, gold – quartz) are 
separated using gravitational devices. Processing of the 
obtained charts allowed justifying the criterion of gravita-
tional enrichment, which can be used in the development 
of projects for new factories and the study of ores for the 
possibility of gravitational enrichment. 
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